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. TITANIUM

By Arthur A. Pegau

INTRODUCTION

Titanium-bearing deposits everywhere have
assumed new importance because of the recent pro-
duction of titanium metal by modern technology.
Titaniun, although a late.comer in t.he field of
industry, promises to be the outstanding new metal
of the twentieth century. 0ften referred to as
"the wonder metal," titanium is now regarded.as
one of the most valuable structural materials.

CHAB,qCTERISTICS AND USES OF TITAMT]M

Charaqt"eristics of Tiqanium

The element titaniun. a netal of the tin .

group, is not found free in nature. Its principal
occurrence is in the two ninerals rutile Oiq -
titaniun 60 per centr oxygen 40 per cent) and-il-
rnenite (FeTi% - titanium 3l.per cent, iron 37 per
cent, oxygen 32 per cent).' Titanium has an atomic
weight of 47.9O. The specific gravity is 4.5,
between that of iron, which is 7.5, and that of
aluninum, which is 2.7. Titanium is hard and
brittle at ordinary temperatures, but at red heat
it can be forged; it nelts at IBOOoC (3272oF).
Titanium burns in pure oxygen at 6l0oC to form
titanium dioxide (Ti02), whi.ch is a brilliant
white powder wit.h an unusual hiding power or
opacity. A pure tiansparent gem, titania, has
be'en produced synthetically from this oxide. This
gen is charact,erized by a refractive index
(brilliance) which is higher even than that of
diamond. However, titania is nuch softer than
diamond, the hardest of all known substances.

The netal titanium is d ductile silver-gray
substance that resembles iron in appearance.
Light and strong, it retains its strength under
great heat. This metal, while only.56 per cent
as heavy as steel, is as strong as ordinary
varieties of steel; and although only 6O per cent
heavier than aluminum, it is 5 times strongex t,han
alloyed aluminum.

. Uses of Titaniun

Titanium is used in three forns: rutile
ilnenite, and titanium metal.

The principal use of rutile until about 1900
was in the rnanufacture of artificial teeth. Be-
tween 1900 and 1930 the chief uses were in the
ceramic industry, in incandescent rnedia, and in
metallic alloys. In the porcelain industry rutile
was used to give a beautiful soft yellow color
under the glaze. Rutile was used in mantles for,
gas lights, in electrodes for electric lights, and
in filaments in incandescent electric lamps. As
luninants, the value of titaniurn compounds.is due
to their high fusion and vaporization points,
radiation efficiency and, in the case of arc lamps,
their spectrum, which is one of the richestin

1

number of lines given by any of the elenents.
Rutile is used in the manufacture of titanium
carbide (TiC), which radiates more light and is
more durable than carbon electrodes.

Both rutile and ilmenite have been used in
the forrn of ferro-titanium to increase t,he flu-
idity of iron and to remove oxygen and nitrogen,
yielding a product that is stronger and nore
durable under shock and strain. .0ther.uses of
rutile and ilmenite have been in the manufacture
of compounds used in sky writing, naking smoke
screens, and in mordants and dyes. .Alone, titaniun
salts act as powerful mordants, yielding fast,
bright colors. Titaniun salts also are used in
dyei.ng textiles such as cotton, wool, and silk,
and in fixing the tannin in leather.

Since 1930 the most important use of rutile.
and a minor use of ilmenite, has been in t,he pre-
paration of a welding rod coating which shields the
rod fron oxidation during the welding process. At
the present tine this use accounts for about BO per
cent of the production of rutile.

Whereas rutile has been used since about 1880,
ilmenite was considered a nuisance until about 1914.
First used along with rutile as a deoxidizer and
scavenger of molten metalsl ilnenite was later
employed in the manufacture of iron-titaniun alloys
and in the steel industry. Since 1920 the most
important use of ilmenite has been in the production
of titanium oxide as a paint pigment. which when
combined with other paint conpounds makesthe whitest
of paints. The opacity of titaniun oxide is twice
that of zinc oxide and three tines that of lead
oxide. Titanium paints are excellent for both in-
terior and exterior uses. This pigment enters into
milny articles of our daily life: The linoleurn in
kitchens, whi.te shoe polish, window shades, station-
ery and false teeth.

flmenitets greatest potential is as a source of
titanium metal. Ilmenite is the chief nineral, if
not the only mineral, used in the production of this
meta I .

Titanium metal and its alloys, because of
lightness, strengthr and resistance to corrosion,
are used in civilian and military equipment. The
present uses of this metal fall into four general
categories: military and civilian aircraft, marine
equipment, chemical equipment, and ordnance. In
military and civilian aircraft its light weight,
strengthi and ability to withstand high operating
temperatures make it especially desirable. As speed
increases, aircraft franes must be stronger and able
to withstand higher t,emperatures. Titaniun metal
fits these requirements. Because of its resistance
to sea water, tiLanium metal is especially adapted
to marine equipnent. Generally resistant to
corrosion; it is desirable in equipment that is
exposed to oxidizing, chlorine, and chloride re-
agents. Unalloyed titaniun nretal is used in
ordnance because it is nore resis,tant to projectiles
than.any armor plate now in existence.



GEO.OGY OF TITANITNT

[ineralogv

General Statement

Titaniun occurs in nature in the forn of very
stable conpounds, usually oxides. 0f the forty-
six tltaniun ninerals. rutile and ilnenite. both
oxides. are the only important sources of the
elenent. Leucoxene, a calciun-titaniun silicate
forned from .ilnenite. in recent years has been
recovered fron Florida beach sands. Leucoxene can
be used in nany of the same ways as rutile.
Brookite. which has the sane composition as rutile
but different crystallizationr was one of the chief
ninerals in the Arkansas deposits which were worked
from 1933 through 1944.

Rutile. TiO2

Rutile crystallizes in the tetragonal system
and occurs as well-formed crystalsi vertically
striated or furrowed, and as granular masses.
Twinning is frequent. This nineral has a reddish-
brown to red color, a hardness of 6.5, a specific
gravity of 4,25, and a colorless streak. The
color, streak, and semi-metallic luster are dis-
tinguishing properti es.

Ilmenite, FeTiO3

Ilmenite crystaLlizes in the hexagonal systern
and rarely occurs in crystals large enough to be
seen by the unaided eye. It is found as enbedded
grains, nassbsr and plates in rocks, and as ir-
regularly rounded grains in sands. Ilnenite is
black with a reddish to bronnish tinge, has a
dark-broun to black streak. a hardness of S.to 6,
and a specific gravity of 4.5 to 5. Ilmenite is

weakly regneticr whereas nagnetite. which it
resembles. is strongly nagnetic. The color, streak,
and magnetism are characteristic.

Chemical Tests for Titanium

There are two cheurical tests for titanium.
In one, sulfuric acid is used, in the other,
hydrochloric acid. The forner test, although the
easier. is not as decisive, particularly if iron
is present. In the first test the rnineral speci-
nen is powdered thoroughly. fused with sodiun
carbonate (NaeCOq). and dissolved in dilute sul-
furic acid (His0;). Hydrogen peroxide (H202) is
added a drop at a time. If the solution contains
titanium it irmediately turns reddish-yellow to
deep anber, depending on the concentration of
titanium. In the second test, nade if iron is
presentr the mineral specineh is powdered and
mixed with 6 tines its volume of sodiun carbonate.
This mixture then is fused, placed in a test tube
containing concentrated hydrochloric acid to which
a smalL piece of pure tin has been added. and boil-
ed until the fused Baterial is thoroughly dis-
solved. If the solution contains titanium it will
assune a delicate violet to pink color, depending
upon the anount of titaniun present.

PETNOGRAPTTY AND tiDDE OIF' OCCTARE{CE

General Statenent

Titaniun ninerals, particularly ilmenite.
occur in accessory amounts (under 5 per cent) in
igneous, sedirRentary, and rnetarnorphic rocks. Con-
nercial deposits of these minerals, however, are
found only in a limited variety of occurrences.
These types of deposits or modes of occurrence are
of two general kinds. sand deposits and hard rock
deposits. Sand deposits include beach and stream
or fluviatile deposits, whereas hard rock deposits
include ilurenite-magnetite deposits, ilmenite-
hematite deposits associated with anorthosite, and
disseminated deposits in anorthosite' nelsonite
dikes, and pegnatites.

Sand Deoosits

Strearn or Fluviatile Deposits

Strean or Fluviatile deposits are concentra-
tions formed along tnaior strean courses by flowing
water. the nost effective separator of light from
heavy ninerals. Concentration results from local
slackening of stream velocity which allows the
heavy minerals to settle out from the lighter ones
which are carried on by the stream. This is the
chief rnode of occurrence of gold. The only re-
ported conrrercial deposit of titanium ore of this
type is in Malaya, where ilmenite is obtained as
a by-product of tin mining.

Beach Sand DePosits

Beach deposits are formed along seashores by
the concentrating effects of wave and current
action. Sands along the shore are shifted by shore
cilrrentsr and lighter materials are moved faster
and farther than heavy, thereby concentrating the
heavy minerals.

At Travancore, India, ilrienite and, to a lesser
extent. rutile and magnetite have undergone an

unusual beach concentration resulting in beach sands
that contain 50 per cent ilnenite and 5 or more per
cent rninerals such as rutile and zircon. Similar
,"nat in California, Florida, North Carolina, Brazil'

"iil-iu.i"iti". 
The sands of Florida contain ilnen-

iie. rutile, and leucoxene while those of North
Carolina contain ilmenite, zircon,and monazite'

Hard Rock Deoosits

Ilnreni te-ilagneti te DePosi ts

Certain minerals that usually occur in very
small amounts in the original magma nay become

concentrated into bodies of sufficient size and
richness to be valuable mineral deposits. A well
known example of an ilmenite-magnetite deposit is
that at Lake Sanford, near Tahawusr New York, in
which the ratio of nagnetite to ilmenite is about
3 to l. This deposit is associated with anorth-
osite. a vari.ety of gabbro composed of calcic
f eldspars and i ron-rnagnesi um-a luminun si I i cates



in which calciun feldspar is the chief constituent.

I Imeni te-Hemati te Deposi t s

An exanple of an ilrnenite-hematite deposit,
also associated with anorthosiLer is found in the
Allard Lake region of Quebec. This deposir,
yielding a slag that contains 70 per cent titanium
dioxide, is the largest of this type yet discovered.

Nelsonite Deposits

The rock nelsonite is conposed essentially of
ilnenite and apatite (calciurn phosphate), with
rutile as the third rnost abundant mineral. NeI-
sonite occurs as dike-like bodies as much as 2,000
feet in length, although Iengths of several hund-
red feet are more comnon. The averagc width is
about 65 feet. Some of the bodies have been
worked to depths of more than 100 feetr but their
exact depth is not known. Nelsonite bodies were
earlier considered to be of direct magmalic origin,
but C. S. Ross suggests that parts of the dikes
have been replaced by titaniurn minerals.

Nr)lsonite bodies are now the chief sources of
ilmenite and ninor sources of rutile and apatite
in Virginia. They occur in Amherst and Nelson
counties along the borders of an anorthosite body
and the rock enclosing it .(Lovingston quartz-
monz0nite gneiss).

Di sseminated Deposi ts

The chief occurrence of rutile, in Virginia,
is as a dissernination in a rock called anortho-
site, made up essentially of feldspar. In the
Nelson-Amherst district, this anorthosite was
later replaced in part by potassium feldspars,
blue quartz, and the titanium-ore minerals rutile
and ilmenite. RutiIe in anorthositc varies in
amount from 2 to l0 per cent, although percentages
of 4 to 5 are more conmon. Ilmenite, though al-
rnost always present, is less abundant than rutile.

GEOGRAPHY OF TITANIT]M

General Statenent

Thc' element titanium is very widesprea<I. It
is present in nany rocks and minerals, and varying
amounts are found in soils, clays, sands, coal
ash, and sea water. Traces of titanium also have
been found in plants and animals, even in the
flesh of human beings. Nevertheless, cormercial
deposits of titanium are not numerous and are un-
evenly distributed.

In this discussion, consideration will be
given to world distribution, then to a sumnary of
deposits in the United States, with a final brief
statement about occurrences in Virgini.a.

World Distribution of Titanium

General Statenent

Deposits of titaniun-bearing minerals are
lound in neatly every country in the world, and

3

new deposits are belng developed as the denand for
these minerals increases. According to U, S. Bureau
of Mines Minerals Yearbook. 1951, published in 1954.
cormercial deposits of rutile are reported to occur
in Australia, Brazil, French Caneroon, French Equa-
torial Africa, India, Norway. Senegal, and the
United States. Deposits of ilmenite have been work-
ed in Australia, BraziI, Canada, Egypt, India,
Malaya, Norway, Portugal, Senegal, Spain and the
United States. The most important deposits of ru-
tile are in Australia, French Cameroon, Norway, and
the United States, whereas the chief deposits of
ilmenite are those in India, Norway, Canada, and the
United States,

Australia.- The Bureau of Mineral Resources
at Canberra announced recently that Australia has
the largest known deposits of titaniun in the world
in the beaches and sand dunes for about 50 miles
north and south of th.e New South Wales-Queensland
border, These deposits have been the chief source
of rutile in recent years.

Norwav.- Rutile occurs in the vicinity of
Kragero in southern Norway, confined to an even-
granular aplite, called kragerite. This deposit
was one of the world's chief sources of rutile for
many years.

I lmen i te

India.- The beach deposits at Travancorel
India, have been, probably, the world's chief
source of ilmenite. In addition these sands con-
tain rutile and monazite, along with zircon, garnet.
and other minerals.

Norwa.v.- Norway has a large body of ilnenite-
magnetite associated with anorthosite. The ore
averag'es 17 per cent Ti02. This deposit is esti-
mated to contain 30 nilllon tons of ilmenite.

Canada.- There are several deposits of
ilmenite-henatite ore enclosed in anorthosite near
Allard Lake, Quebec. It has been estimated that
this district could.supply I,50O tons of ore per
day, averaging 35 to 36 per cent TiQ, for 225 years.

0ther Deposits of Tlmenite,- Beach deposits
similar to those at Travancore, India, oceur on the
coasts of Brazil and of New South Wales and Queens-
Iand, Australia. Large ilmenite deposits have been
reported to occur in the Ilmen Mountains, Karelia,
Russia, and the beach sands at Hondu, Japan, which
are said to contain l0 million tons of ore avemging
B to 12 per cent Ti02.

DistTihution o{' Titanium in the llnit-ed St-rres .

General Statement

As the demand for titaniun-bearing ninerals
increases, new deposits of thesc minerals are being
sought and developed in thb thitedStates. Deposits
of ilmenite and rutile, not all known to be com-
mercial, have been reiiorted from Ark'ansas; Califor-
nia, Colorado, Georgia, Idaho, New York, North
Carolina, Minnesota, Montana, Rhode Island, Virginia,
and Wyoming. The principhl conmercial production of
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ilnenite in recent years has been fron Nen York,
Florida, North Carolina, and Virginia. Florida,
Arkansas, and Virginia have been the chief sources
of rutile.

Nenr York.- The ilnenite deposit at Lake
Sanford Oahawus) is the largest deposit of this
nineral ln the thited States. The ore is an il-
nenite-nagnetite rnixture in anorthosite and gabbro
and carries a small anount of vanadium. It is
reported that proved ore reserves total 15 million
tons and that probably reserves of this district
are prodigious.

Florida.- Beach sands near Starke produce
ilmenite and a mixed product containing rutile and
an altered ilnenite, Ieucoxene. Ilrnenite and
zircon are recovered from beach sands near Mel-
bourne, and large quantit,ies of rutile are recovered
from beach sand deposits near Jacksonville.

North Carolina.- Ilrnenite is recovered fron
black sand deposits near Finley. Operations which
were begun here in 1942 reached their peak in 1951.

Viroinia.- The nelsonite deposits at Piney
Biver and the rutile deposit near Roseland in the
south central part of the Piednont region are
discussed later under that portion of this report
devoted to titanium deposits in Virginia.

HISTORY OF PRODUCTION OF TITANIT]Ii{ MTNERALS

ltlorld Froductiol

General Statement

Statistics on annual production before 1925
of countries other than t,he ttnited States are not
available. nor are data of annual world t,otal
production before 1940. The annual production of
rutile and ilmenite of the principal producing
countries,.for which information is available, is
shoum in Tables I and II, respectively.

World Production of RutiIe, 1925-f938

World production of rutile was not great for
any year from 1925 to 1938. because although the
use of rutile for welding rods began about 1930,
large quantities were not utilized for this purpose
until about 1940. During this period Norway was
the main producer reporting limited production
annually from 1925 through 1938.

World Production of Rutile. 1939-1951

This period was characterized by annual in-
creases in the production of rutile and by an
increase in the nunber of producing countries.
Australia reported the first production of rutile
in 1939, and has since so increased her output
t,hat she is now the chief producer. Since 1945
Australia has been responsible for over half the
annual world production of rutile. The bulk of
the remainder has been furnished chiefly by the
Lhited States and, to a less extentr by French
Caneroon.

The most significant increase in the pro-
duction of rutile was between 1936 and l94i|. whan

the estinated annual totnage rose fron l'000 to
20,000 netric tons. In 1951 there $as a tonnage
increase of about 70 per cent, perhaps related to
increased consumption in the United States.

WorId Production of Ilmenite, 1925-1938

As shorm in Table II, world production
increased each year throughout the period. The
annual production of ilnenite reported by India
fron I92B through 1938 hras greater than that of all
the other countries cornbined. Noting the statistlcs
for each of the two five-year intervals from 1928
through 1937 will give an idea of the increase in
world production of ilmenite. The anount produced
in l928-lcl32 was 166,@5 metric tons, and in 1933-
1937, 583,347 metric tons. The I93B production of
256,268 metric tons was nearly half that of the
previous 5 years. Analysis of the production of
ilmenite shows that the production rate had greatly
accelerated before World War II. This increased
rate of production of ilmenite resulted fron the
growing demands of the paint industry; and as is
discussed later. this demand in the United States
was net by irnports fron India and increased
domestic prodution.

World Production of Ilnenite. 1939-1951

This period is characterized by the great
increase in the production of ilnenite in the
United States. and the leveling off of world
production at around 800,0O0 netric tons during
ihe last three years. The tonnage of ilrnenite
reported from India decreased greatly during the
years 1942-1944, probably due to a decrease in
exports to the ttrrited States. However. the nost
notable aspect of the ilnenite production picture
since 1940 has been the increase in the number of
countries producing and in the quantity produced
by many countries. Twenty-seven years ago a

significant statement, or at least it seems so in
reirospect, was nade by Frank L. Hess in Mineral
Resources of the !. S.. 1925. 'The largest use for
titanium ninerals is one that would probably have
been least suspected before it became a fact--the
naking of white pigment fron the black iron-rich
rnineral, ilrnenite. During the last few years this
use has grown until it is now by far the largest
use for titanium and pronises to be much larger."
This prediction has been borne out by subsequent
production statistics. In L925 seven countries
produced about 15,000 metric tons of ilmenite; in
1951, 26 years later, lI countries produced an

estimated-m0.000 metric tons of ilrnenite, 99 per
cent of which was consuned in the manufacture of
pigments. The history of mineral industries re-
veals no sinilar case where the production of one
nineral has increased so rapidly as has that of
ilmenite. This increase has resuLted alnost entirely
from one use--white pigment. With the use of
ilmenite in the production of the metal titanium'
what will be the effect on production and reserves?

Historv of Titaniun Prodgction in the llnited States

General Statement

The history of titaniuur production in the
United States may be divided into four periods:
IBSO-1900. in which the only titanium rnineral
produced was rutile, in small quantities; 190l-1928'
in which both rutile and ilnenite were produced, and



data on production are available;, 1929-1939, in
which both minerals were produced in increaiing
anountsr but no figures on produciion are avail-
able; and 1939-1951, in which therb were trenendous
increases, particularly in the production of ilnen-
iter and for which period detailed statistics are
avai labl e.

First period, IBBO-1900

As shom in Table III, the annual production
of titanium never exceeded I,000 pounds-during
this period, though the annrial value of the ore
produced ranged fron 9300 to 93,000. The only
titaniun nineral produced was rutile, and pract-
ically the whole production was from Chester
County, Pa.

A snall anount of rufile, sold as curiosities,
specinensr and gems, was obtained from Alexander
County, N. C., and Graves Mountain, Ga.

Second period, lg0I-1928

During the second period there was a great
increase in production, which was neasured in tons
rather than in pounds (Table IV). This increase
in the production of rutile nay have resulted fron
production in Virginia. firsr ieporred in I90I.
From I90l through l9l2 rutile was still t,he onlv
titanium nineral produced. Most of t,he rutile
produced from l9ol to l92B was from the deposit
near Roseland, Nelson County, Va. 0peratibns near
Jacksonville, Fla., furnished the chief supply
from 1925 through 1928. These operations were
discontinued in 1928, but later iesuned.

Ilnenite, which ,was recovered as a by-productin the separation of rutile, was considered'at
first to be a nuisance, but gradually the quantity
of ilnrenite produced exceeded that ol rutiie.
fIgT t?la, the year of firsr production, through
1921, ilnenite was obtained fiorn the ,uiil"
deposits near Roseland. Va. In 1916 Florida
reported its first production from beach sands at
Pablo Beach and fron 1922 through lg24 was the
chief producer of ilnenite concentratel.r 

,

Third period. 1929-1938

The third period was one in which there was
a blackout of available data on the production ofrutile and ilmenite in the United Stites. At-
though the U. S. Bureau of luines was not pernitted
to publish the figures, production of rutile and
ilmenite was reported for every year durino thisperiod. This statement by paul M. Tyler anO a. V.
Petar_appeared in the Mine{aIs yeaTbook- l93l,p. 535.- "Actual figures of dorneiticlioduEtion
cannot be published without revealinq individual
operations, but it i's conunon knowledge that the
output is of the order of several hundred tons ofrutile and a thousand tons or more of ilmenite
annually." The principal production of rutile
during this period was by the American RutiIe
Conpany, at, Roseland, Nelson County, Va. The only
other state reporting rutile produ;tion'fron I92B*
I93B was Arkansas.

- Virginia nas the only rstate ieporting ilmenite
production during the period I92g-IqgS. pioduction
was fron two localities, one at Roselagd. where

5

ilmenite was recovered as a by-product of the rutile
oderations,,and the other at'Piney River in Nelson
County, where ilmenite occurs in association with
apatite in the rock nelsonite. : The Southern Mineml
Products Corporationr a subsidiary Of the Vanadiun
Corporation of Anerica, acquired ilrnenite-bearing
properties in adjoining parts of Nelson and Anrherst
counties in tr929. This conpany reported production
of apatite beginning in 1932 and of ilnenitb in
1934, and for each year thereafter until 1943. I1-
menite production showed great yearly increases
particularly after 1937, because many of the diffi-
culties encountered in making a good product (white
pignent) from ilmenite were then overcone. That
there was a substantial annual increase in productior
in this period is shown by the,average annual pro-
duction of 5,000 short tons in the late twenties and
an annual production'of 15,000 short tons in 1939.

. Fourth Period, 1939-1951

Production of both rutile'and ilnenite, as well
as of two .other titaniun minerals, brookite and
leucoxene, increased tremendously. The annual
production of rutile concentrates (Table V) rose
from 2,657 short tons in 1940 (no data are available
for 1939) to ll,9BB short tons inr1949,the last year
for which statistics are now available.. The increase
in the production of ilnenite was even more impessivq
rising fron 14.6O2 short tons in 1939 to 535,835
short tons in 1951. The total value of titaniun
ores produced in the thited States rose from
$576,929 in 1940 to $6,702.046 in 1949.

Virginia !€s the principal producer of rutile
concentrates during the years 1939-1944. Florida
becane the leading producer of rutile in 1945 and l

the only one in 1950, the operations near Roseland,
Va., having been discontinued in 1949. The 1949
production of 10,559 short tons of rutile enanated
fron Starke, Fla.r on the property of E. I. du pont
de Nenours and Conpany; the operations of the Rutile
Mining Conpany of Florida. near Jacksonville; arrd
the property of the Florida'Ore processing Company,
near Melbourne. The increase in rutile prodricCion
for this year wa.s due partly to t,he addition of
figures for an altered ilmenite. leucoxene; tb
rutile. The entire. 1950 production of rutild in
the United States came from the,three beach sand
deposits mentioned above, at or near Jacksonville,, '

Starke, and Melbourne on the Florida coast.

Virginia was the principal producer of ilnrenite
during the years 1939 through 1942. The annual
production of approxima!ely 5OO short tons during
the latter part.of.the I920fs had increased to about
20,000 short tons in 1940, and to an estirnaied
30,000 short tons in 1950. Even this great increasi
of ilmenite production in Virginia was inadequate to
supply the. increasing denands. Under the agieerrent
between the U. S. Bureau of Mines and the various
cooperating statesi it is not permissible to publish
production statistics of any mineral conurodity when
there are less than three producers. Annual pro-
duction figures for rutile and ilrnenite in Viiginia
can not be released herein since production of these
titanium ores has been by less than three producers.

Considerable quantities of ilnerrite were
recovered frorn the rutile oper.ations in the beach '

sands of Florida. A 20,000 to 30.000 short ton i

annual production was r.eported,from Finl'ey, N. C.,
during the years 1942 rhrough 1950. I;,L942, a
property near Tahawus (Lake Sanford Districtr N. y.)
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was brought into production by the National Lead
Conpany ahd by 1949 was the leading producer of
ilnenite not only in the United States but in the
world. The Tahawus operation was largely respon-
sible for the phenomenal increase in domestic
ilmenite production from 23,297 short tons in I94l
to 2O3,551 short tons in 1943. The production of
486,099 metric tons in I95I was rnore than 50 per
cent of the world totalr estimated at 8001000
metric tons.

IIIPORTS AND CO,lStil{PTION oF TITANI${
MINEBALS IN THE I]NITTD STATES

InDor t s

General Statement

The first record of imports of titanium
minerals into the thrited States was 1,606 pounds
of steel-hardening material during the latter half
of 1918. The source of this importation is not
known, nor is the nature of the material. No other
report of imports of titaniun minerals between I9l9
and l92B is available. In September 1922, the
Tariff Act of 1922 becarne effective. Under this
act all inports of titanium compounds, rnixtures.
and ores must be declared for tax purposes. How-
ever, the Bureau of Custons did not list the
titanium ores separately until 1928, when the
amount of ilmenite was reported. Beginning with
1929 the importations of rutile and ilmenite were
reported separately, and this practice has since
been continued.

The annual inports of rutile and ilmenite are
shown in Table VI. A discussion of the anounts
and sources of rutile and ilmenite follows.

Amount of Importations

The amount of rutile imported into the United
States before 1932 was negligible. The reason for
this probably was that until rutile was first used
for welding rods, about 1930, there was no great
demand for it. From 1932 through 1943 there was a
general increase in imports, the peak--more than
14,000 short tons--being reached in 1943. In l93B
the rutile content of the zircon-rutile-ilmenite
sands was first included in the total of rutile
irnports. In 1942, for the only time so far as
available records show, the quantity of rutile
imported exceeded that of ilmenite. Since l94B
the rutile content of zirconiferous sands from
Australia has no! been listed separately, and the
amount of rutile imports decreased sharply. The
tonnages of rutile imported in 1949 and 1950 were
the smallest since 1940. Holever, in 1951 there
was a three-fold increase in the amount of imports
over 1950.

The quantity of ilmenite imported into the
United States showed an increase each year from
l92B through 1939. See Table VI. This increase
paralleled the increase in the use of ilmenite
for titaniwn pignent. As a consequence of the
phenonenal rise in ocean freight rates in 1940,
fron $4.00 a long ton at the beginning of the year
to $20.00 a ton at the end of the year, the
receipts of ilnenite from foreign sources were
greatly curtailed, and inports declined from a
total of nearly 286,576 short tons in 1939 to

7,227 short tons in 1942. Because of Allied
successesr which perrnitted the sea roupes to be
opened to shipping and the reduction in ocean

freight t"tut,-the quantity of ilmenite imported
incriased greatly in L944. Since the peak year of
1949--when 324,I57 short tons were imported--there
has been a decline in the amount of ilmenite
imported into the United States'

Sources of Importations

Norway was the sole exporter of rutile to the
United States previous to 1933. Brazil furnished
the bulk of irnports from 1934 until 1938, when ship-
ments were first received fron Australia. Since
1947 Australia has been the only country to ship
rutile into the United States.

Travancorer fndia, except for a few years' has
been the chief foreign source of ilmenite kw 1922
to the present time. Substantial amounts of foreign
ihnenite were furnished by Senegal up to 193I.
Norway was our second most important source of
foreigm ilmenite during the years 1934 to 1939.
India. since 1941, has furnished from 75 to 90 per
cent of the total United States inports of ilmenite.
The bulk of the remainder of the ilrnenite imported
into the United States has cone from Canada, Norway,
Brazil. and Australia. In 1951. imports from India,
the doninant source, dropped slightly, whereas those
fron Canada, consisting ltlostly of slag, tripled in
quanti ty.

con sumDt i on

General Statement

Data on the consumption of rutile and ilmenite
in the United States are available only since 1941,
when the total announts consumed were reported to be
6,361 short tons and 275,106 short tonsrrespectively.

Rutile Consumption

The amount of rutile consumed annually in the
United States during the eleven year period from
1941 through I95t varied considerably. See Table
VII. The average annual United States consunption
during this period was 10,036 short tons.

The consumption of rutile in the United States
has anounted to about 46 per cent of the world
production of this mineral during the eleven year
period from 1941 through 1951. The total productim
in the United States during these years was about
50 per cent of the total amount of rutile consumed
during that period. The rernaining amount had to be
supplied by imports from other countriesr principally
Australia and BraziI.

Ilmenite ConsumPtion

During the eleven year period fronr I94l
through 1951 the consunption of ilmenite in the
United States has generally shown an annual
increase, attaining a peak of over 713'000 short
tons in 1951, the last year for which data are
now available. The amount of ilmenite consumed in
the United States in l95l was about BO per cent
of the total world production for that year. During
the period fron l94l through 195I, the total
consumption of ilmenite in this country was 72 per



cent of world production,

During the period for which information on the
production and consumption of rutile and ihnenite
is available, the United States has produced about
50 per cent of the rutile, and about 60 per cent
of the ilmenite it consumed. Also it may be noted
that the United States consumes between 40 and S0
per cent of world production of rutile and between
70 and B0 per cent of world production of ilmenite.

TITANIUM IN VIBGIMA

Di stribution

General Statement

- In Virginia, as elsewhere, the principal
titanium ninerals are widely distributed. but
commercial deposits are limited. Reported occur-
rences of either or both rutile and ilnenite are
listed belor by countiesr arranged alphabetically.
Many are of scient,ific interest only. Those that
have to date proved to be comnerciaity workable
deposits are indicated by an asterisk (*).

Anelia Countv.- Irt the vicinity of Amelia
Court Houser in pegmatites and the enclosing
biotite gnei ss.

*Anherst, Countv.- At piney River Station,in the rock nelsonite and the enclosing Lovingiton
gnei s s.

Bedford Countv.- In the Bedford-Moneta
district, in pegnatites and the enclosing biotite
gneiss and near Forest in mica schist.

Buckinqhan Countv.- On Willis Mountain, in
kyanite schist.

Camnbell Countv.- Seven miles south of
Lynchburg, as inclusions in quartz in mica schist.

Charlotte Countv.- Two miles northwest of
Charlotte Court House, in kyanite schist.

Floyd Countv.- 0n Indian Creek, exact
Iocality unknown, in mica schist.

- .Erecnlg!d-&g[tI.- Near peers, in pegmatites
and enclosing biotite gneiss.

GrayEon County.-. One nile'south of Galax,
associated with kyanite in nica schist.

. *Hanever Countv.- In the vicinity of Gouldin,in pegmatites and associated biotite gneiss.

. Henrv County.- In the vicinity of Ridgeway,rn pegnatites and associated biotite gneiss and
hornblende gneiss.

*ilelspn-QSutrlJ.- Near Roseland, as dissemi-
nations in the feldspar rock anorthosite.

Prince Edward Countv.
kyanite schist.

In Baker Mountain. in

. - 
*Egg!.Q,!.e--C,oun!J.- Two miles east of Vinton,in the rock nelsonite.

Rockbridqe County.- Three miles southwest of
Buena Vista. in a titaniferous sandstone at the
base of the Unicoi formation.

. Production

Ruti 1e

From 1903 untit 1925 the average annual
production of rutile in Virginia was not more than
200 short tons, and for a period of almost 15 years,
1925-1939, no annual production statistics are
available. From 1940 through 1948, the annual pro-
duct,ion averaged about 2,000 short tonsr ten times
the average previous to 1925. This stepped-up rate
of production appears to have resulted from the use
of rutile in the welding rod industry.

I lmeni te

The greatest annual production of ilmenite
in Virginia previous to 1925 was that cif 600 short
tons in 1922. The annual production of this
mineral in Virginia since 1939 has ranged from
17,500 short tons to nearly 47,O0O short tons, with
an average of about 30,000 shorl tons.

Geologv of Titanium Deoosits

General Statenent

The nodes of occurrence of rutile and il-
menite in Virginia may be listed under nine nain
types as herein briefly described.

Mechanical Mixture of Ilmenite with Magnetite

This type of deposit is the chief source of
ilnenite in the llnited Statds but is relatively
unimportant in Virginia. Titaniferous rnagnetite
has been r,eported as oecurring in hornblende schist
in southeastern Grayson County.

Constituents of Pegmatites and Ehclosing Rocks

Occurrences of this type have been reported
from several localiti.es. In the Rutherford and
Morefield mines near Amelia Court House in Amelia
County the enclosing rock is the Amelia-Goochland
quartz-nonzonite gneiss; in the Moneta-Bells
district, Bedford County, the enclosing rock is the
Moneta biotite-hornblende gneiss. Sirnilar occur-
rences have been noted near Ridgeway in Henry County,
in biotite gneiss and hornblende gneiss. The best
.known deposits of this type are those near peers
in Goochland County and near Gouldin in Hanover
County. Rutile and ilmenite were found on the
Bowe farm near Gouldin on the north side of the
South Anna River, in Hanover County, and on the
Nickols farm in Goochland County. Some of the
masses are reported to have weighed 300 pounds.
The two ninerals, intergrown commonly with feldspa6
occur in pegmatite. The enclosing rock at both
these localities is the Amelia-Goochland quartz-
monzonite gneiss. and the chief mineral is rutile.
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The Anerican Rutile Company reported a considerable
production fron these occurrences dur.ing World
War II and for a few years thereafter. The material
nined was hauled by truck to the treatnent plant
of the company at Roseland in NeIson County.

In Quartz Veins

0ccurrences of this type are not uncomrnon,
particularly in schistose rocks. Titaniferous
quartz veins have been reported locally in Grayson
County, in Campbell County, and in several other
counties in the Piedmont region of the State. This
type of deposit, has been of scientific interest
only.

Constituents of Schists

Titanium minerals, usually rutile and less
often ilnrenite, are associated with kyanite in
kyanite schist. Rutile comprises 2 to 3 per cent
of the rock in Baker Mountain in Prince Edward
County. Sinilar occurrences have been noted in
WiIIi.s Mountain in Buckingham County, near Forest
in Bedford. County, two niles northwest of Charlotte
Court House in Charlotte County, on Indian Creck
in Floyd County, and one mile south of Galax in
Grayson County.

Mechanical Concentrates in Stream
and Beach. Sands

Ilmenite is one of the most abundant and
persistent of the heavy mineral concentrates in
s;rnd along streams in the Pi.edmont and Coastal
Plain regions of the State. A detailed descrip-
tion of this type of deposit is given elsewhere
in this article.

Constituents of Sedimentary Rocks

Studies made of the heavy mineral content
of sedimentary rocks, particularly sandstones of
varying ages. show that ilmenite, and to a less
extent rutiler are present in varying arnounts.
Three miles west of Ruena Vista in Rockbridge
Counly Lhere is an occurrence of this type at the
base of the Unicoi formation. Here a lenticular
body of sandstone contains a 50 per cent mixture
of rutile and ilmenite. lte tit.aniferous sand-
stone, which occurs in a lens one-fourth mile
Iong, is on the northwest limb of the Buena Vista
anticline. Hand specimens of the material are
usually heavy. The rock is black, with inter-
vening layers of red-brown arkosic material.

Accessory lt{inerals (Under 5 Per Cent)
in Igneous and Metaigaaous Rocks

Ilmenite is present as an accessory
constituent in most of the igneous and metaigneous
rocks of the Piednont and BIue Ridge regions of
the Stale. The percentage of ilmenite is unusually
high in the rocks of the Blue Ridge granitized
conplex and in sedinentary rocks derived there-
from. Rutile, however. is rarely present except
as needles in the quartzr confined chiefly to the
Blue Ridge region. The ilmenite is usually altered
partially or wholly to leucoxene, a secondary
titanium silicate.

Constituents of Nelsonite

Nelsonite is a rock made up prinarily of
ilnenite and apatite (calciun phosphate), with
rutile as the t,hird most abundant mineral. 0ccur-
rences of nelsonite bodies have been reported in
Amherst and Nelson counties along the border of the
feldspathic rock anorthosite, in the rock enclosing
the anorthosite (Lovingston quartz-monzonite gneisd,
and along the strike, northeast and southwest of
the main anorthosite body. Nelsonite has been and
is the chief source of ilmenite in the State, and
an important source of rutile and phosphate
(apatite),

Di ssemination in Anorthosite

Anorthosite is nade up predominantly of calcic
feldspar wit.h the potassium feldspar, microcline,
as a minoi constituent. The most characteristic
subordinate rnineral is blue quartz' which ranges
in amount fron 5 to 20 per cent. Rutile, the
fourth nost abundant mineral, ranges fron a few to
l0 per cent, although percentages of 4 to 5 are
more cormon. Ilmenite, although usually present'
is less abundant than rutile.

The anorthosite body in the Amherst-Nelson
Counties district extends as an irregular belt
from about two miles northeast of Bryant, in
Nelson County, in a southwest direction across
Piney River into Amherst County, a total length
of almost 13 miles. The body has a maximua'
width of 2.5 miles and embraces an area of about
22 square miles. It is approxinately midway
between Charlottesville and Lynchburg and 5 rniles
west of U. S. Route 29. The district in which this
body is located is monotonously level with an
average altitude of about BO0 feet.

Future Production Possibilities

General Statenent

Future production possibilities of rutile and
ilmenite in Virginia are herein considered from the
standpoint of both the geology and geography of the
depos i t s.

The two general modes of occurrence of com-
mercial deposits of titanium-bearing minerals, as
noted earlier in this reportr are hard rock or
primary deposits and sand or secondary deposits.

Hard Rock Deposits

The principal commercial deposit of rutile in
Virginia is a dissemination in anorthosite' This
type of deposit was worked for many years near
Roseland, NeIson County. Operations were dis-
continued here in 1949 because the grade of ore
was too low to be nrined profitably. It is possible
that with an increase in the price of rutile, with
a discovery of richer deposits within this anorth-
osite body. or with improved mining and recovery
techniques, operations may be resumed here. The
greatest potential source of rutile in Virginia
appears to be in this type of deposit.

Pegnatite deposits in Goochland and Hanover



counties have furnished small amounts of rutile,
particularly during and immediately after World
War II. No studies have been made of these
deposits since the recent operations. These peg-
matite deposits and similar ones in this and bther
areas are possible potential sources of rutile.
However, no definite statement can be made until
further field studies and exploratory investigations
have been made.

The only other hard rock deposits of rutile in
the St,ate that might be potential commercial sour@sof rutile are those occurring in schist associated
with kyanite. Since as much as 2 to 3 oer cenrrutile is present, in such rocks, it is possible
that rutile might be recovered as a by_pioduct of
kyanite mining.

The deposits that have yielded the main
production of ilmenite in Virginia are the nelsonite
dikes, associated with the anorthosite bodv in
Nelson and Amherst counties. It appears tirat this
type of occurrence offers the greatest potential
source of ilmenite in Virginia. It is possible
that careful field studies and systeratic explora_
tions conducted along the strike. northeast ind
southwest of the present known deposits, will
reveal other dikes containing conrnercially workable
deposits of ilmenite. Deposits similar to those
in Nelson and Amherst counties occur near Vinton
in Roanoke County.

An investigation was made in 1946 bv the
U. S. Bureau of Mines of the Bush-Hutchins ilnenite-
bearing property near Vinton in Roanoke County,
which was said to be one of the most promising
ilmenite prospects in the State outside the
Anherst-Nelson counties area. The results ofthis investigation were published as U. S. Bureau
of.Mines. Report of Investigation No. 4112, August
1947 .

Soft Rock and Sand Deposits

Too little information is available at this
time to form any definite conclusions regarding
the potential possibilities of soft rock and sind
deposits of rutile and ilmenite in Virginia. How-
ever, -because sand deposits, particularly beach
sand deposits, are inportant world sources of bothrutile and ilmenitet it appcars that. exploratory
investigations of such possible sources in the
State may reveal conrnercial deposits of this type
in Virginia.

Suggested areas for prospecting would be in
beach sands along the Atlantic Coast and along the
major rivers and their tributaries in the Coastal
Plain region; also terrace deposits in the Coastal
Plain region and possible placer or stream sand
deposits at the mouths and along the lower portions
of the streams in this and the eastern part of the
Piedrnont region, and along the land areis borderinq
Chesapeake Bay.
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TABLEIII

Production and Value of Titanium Ores in the United States
lBB0 to 1900, inclusive*

(In pounds)

Year

r080
IBBT
lg82
IBB3
IB84
rBB5
1886
IBBT
IBBS
IBB9
1890
lB9r
rB92
1893
lB94
rB95
r896
rB97
r99B
lB99
I900

Total u. s.
* From U. S.

pp. 13-65,

Year

194 r
r942
1943
t944
1945
1946
t947
l94B
t949
1950
l95t

Value

$, 4o0
700

I,800
2,ofl)
2.000
2,000
2,000
3.O00
3,000
3.000
1.000

BO0

350

450
350
350
350
700

t.030
1.300

Quant i ty

300
200
500
550
600
600
600

1.000
1,000
1,000

400
300
100

No reported producLion
150
100
100
100
140
230
300

Production, IBB0-1900 8,27A $ 26,580
Geological Survey, Mineral Resources of the United States, 1906.
1907.

TABLEVII

Consumption of Titanium Minerals (Rutile and Ilmenite)
in the llnited States, l94l-ls5l. inclusive*

( In short tons )

Rut i le

6,36r
10,616
17,634
14. B13
9,79r
7,t34
7,6q2.

10,230
I I, BBB

Ir.72l
17,227

I lmen i te

275, 106
257.535
302,822
360.941
3Br, l7B
404,2843
479,524
565,000
510,608
679,244
713.363

* From U, S. Bureau of Mines, Minerals Yearbook 1951, p. 1272, 1954



TABLEIV
Annual Production and varue of riranium Ores in the united states

l90l ro 1928, inclusive*
(In short tons )

Year

l90r
1902
1903
t904
1905
1906
I907
r90B
1909
l9l0
l9l r
t912
l913
t9t4
19I5
1916
19t7
l9lB
l9l9
r920
t92l
r922
I923
1924
t925
r926
I927
r92B

Va lue

$r4,297

r0,000
44,,48O

27,500
49, O00
r r, 2B0
25, o00
1.5.500
32,960
39, r50
20,400

1 1,000
7,500

129,B6r
37,700

Rut i Ie

oua nt i tv

34
none reported

54
43
l6
4I

llB
r6

100
566

no production reported
275
305

94
25A
ll0
206
261
l0:2
277

no production reported
310
270

Ilmenite

0uant i ty

240
B9

300
95

1,339
1,644

106

Va lue

46
30

524
t76

268 no value qiven
no production reported

5,.rBr
6,270
4,769
5,566
4,813
3, 500

9lB

$ 4,89s
2,500
l,900

12,667
18.600
2,r20

76,300
89,000
77,OO0
44, 000
2l.000

Total U. S. Producrion, I90l-1928

Rutile
I lmen i t.e

4,224
35,098

$476,628
$349,982

o 
ItoT U. S. Geological Survey, lrtineral Resources of the United States, lg1L-1924iu. s. Bureau of Mines. Mineral Resources of the united states 1925-rg3s.
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TABLE VI

Titaniurn llinerals (Rutile and Ilmenite) Imported for Consumption
in the United States, l92B to 1951. inclusive.

(In short tons)

Year

rE28
rq29
1930
l93l
r932
r933
1934
1935
r936
t937
r938
1939
r940
r94l
L942
r943
1944
1945
t946
1947
l94B
1949
r950
l95r

Rut i Ie

no report
5.60
3. 86
1.00

BB.20
BB.90

r55
212
510
665
230
442
r56

3. l14
6,423
9,635
3,699
3,304
4,408
7,576
8,77r
3,085
3.427

11.023

I lmeni te

t7,22;
25,O72
24,973
33,400
37.5r0
43,443
80,310

r34,390
r42,140
r72,547
234,275
2&,576
22r,641
166,846

7.227
74,787

r04, BB7
208. &16
240,952
30r. 3r I
242.tt9 .

324,t57
216,489
rB9,078

{'From U. S. Bureau of ilines. llineral Resources of the United States. f92B-1931;
Minerals Yearbook. 1932-1951.


